
Table I
	Characteristic
	Test Method
	Requirement

	
	
	Minimum
	Maximum

	Weight, oz/yd²
	ASTM D-3776, Option C
	6.0

	9.0

	Breaking Strength, lbs
Warp
Filling
	ASTM D-5034
	
Warp-100
Filling-45
	

	Tearing Strength
Warp
Filling
	ASTM D-1424
	
Warp-6.0
Filling-4.0
	

	Shrinkage, percent (Maximum)
Warp
Filling
	FED STD-191A
Method 5550
	


	

Warp-3.0
Filling-3.0

	Flame Resistance
After Flame, Seconds
Char Length, Inches
	ASTM D-6413
	

	
2.0
5.0



